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4. LAYING THE COVERING

5. GLUING

Application is by simple gluing with a dispersion adhesive in aqueous phase 
applied with a finely toothed spatula.
Coverage: approx. 300 / 350 g/m2, A2 type spatula (TKB specifications).
Change the spatula as often as necessary to keep to this coverage.

CAUTION!
- Carefully follow the instructions of the adhesive supplier.
- �Carefully respect the bonding time which depends on the temperature, the atmospheric conditions of the room, 

the substrate's porosity and the coverage of the adhesive used.
- Insufficient bonding time: blistering.
- �Bonding time exceeded: poor transfer of adhesive to the material. 

Apply adhesive to an area no larger than can be covered within the glue's working time. 
Remove any surplus glue spots while work is in progress.

The tiles or planks must be removed from their box at least 24 hours prior to installation, 
and stored flat on an even surface in the room in which they are going to be laid.
IMPORTANT :
Direction of installation: see general table (section 2).

1. Axis parallel to the main entrance,
2. ��Perpendicular to this axis, with tile 

cuts the same on each side.
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CAUTION:
For rooms with bay windows, large windows or sky lights, we recommend 
contacting your adhesive manufacture to enquire about the type of adhesive to use.

BOSTIK MANG SADER CEGECOL MAPEI UZIN F BALL

Acrylic glue for LVT MIPLAFIX  
800

TECHNIMANG SADERTECH 
 V8

CEGE 100 
 DUROCOLL

ULTRABOND  
ECO 4LVT

KE 66 
KE 62

F 46

Direct solar radiation (sun-
ny area of bay windows, 
skylight, skydome...)

PU 456 
PU 2 components

SOL UR 
PU 2 components

Adesilex G 20 
PU 2 components

KR 430 
PU 2 components

KE 68
Hybrid acrylic glue
Single component

Bonding time
up to 15 minutes

F 49
Hybrid acrylic glue(PSA)
Pressure Sensitive Adhesive

GLUING THE SUBSTRATE AND APPLYING THE TILES
A - For square formats (MINERAL)

- �Lay down the tiles in a pyramid pattern along the 
guidelines on the floor.

- Check the tile joints for evenness.
- 90° lays (see TILE LAYING section).
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B - For rectangular format 

- �Lay down the rectangular tiles on brick stone  along  
the guidelines on the floor,

- Check the tiles joints for evenness.
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Smoothing must be done in two stages:
- Manually, using a smoothing press;
- �Rolling a smoothing roller over the entire surface  

once the installation is complete.

If the flooring is laid before the skirting, GERFLOR recommends Gerflor's Decor-type skirtings to finish the junction between floor and wall.
See implementation principle [504A] SKIRTING DESIGN-6086 and [504B] SKIRTING DESIGN-MDF-5947.

Position the skirtings, making sure that they are not applying too much pressure on the planks/tiles (to allow for expansion).
If the skirting is already installed, GERFLOR recommends fitting a quadrant onto the wooden skirting to finish the junction between floor and wall.
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Stage 1: smoothing manually
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Stage 2: smoothing with a roller

6. SMOOTHING

7. FINISHING

GLUE-DOWN INSTALLATION VIRTUO 30 / VIRTUO 55

9. FURNITURE

10. CARE

- Ensure that the leg ends of chairs, tables, casters and others are suitable for soft flooring (PVC, linoleum).
- We recommend flat ends, without a pattern and having a solid contact surface on the coating (no conical tip).
- Prohibit the use of rubber tips.
- Ensure that the office chairs are equipped with type H casters according to EN 12529.

-�Wait 48 hours before allowing normal walking on the 
installation.

- �Do not install fittings or furniture until 72 hours after laying.
- Do not allow rubber feet to be used on furniture.
- �In the case of underfloor heating, wait 7 days before 

turning the heating back on.

8. PUTTING INTO SERVICE - CIRCULATION

48h 72h

> 30 kg/cm2

> 175 psigerflor.com
48h 72h

> 30 kg/cm2

> 175 psigerflor.com

All products in the LVT range can not be used to make some design, See Instruction guideline SPECIFIC LAYOUT.
It may be necessary to cut the planks /tiles.

C - For Wood plank formats
Laying principle
- �Divide the floor area into two parts with one guideline at right  

anglesto the room's main doorway.
- �Position the first plank and then continue, following the guidelines 

(see diagram).
- �The first plank in the next strip should be offset sideways 

by one third of its length to ensure that the joints repeat 
themselves every three strips. This solution is better 
than offsetting by half a plank. Repeating the joints every 
second strip is less aesthetically pleasing.

- Press down carefully to provide maximum adhesion.

COLLE
ACRYLIQUE

COLLE
ACRYLIQUE

> 20 °C
> 70 °F

COLLE
ACRYLIQUE

A2 TKB
or 1/32" 1/16" 1/32"

 300 - 350 g/m2

245 sq. ft / U.S. gal
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